
ANNEXURE-A

Sl. No. Item Name Quantity Unit Remarks

1 Zinc Chrome Primer (IS:104) 7200 Ltr.
Ready Mixed Zinc Chrome Primer as per IS:104 with 

additional provision that Zinc Chrome to be used in the 
manufacture of Primer shall conform to Type-2 of IS:51

2 Aluminium Paint (IS:2339) 15600 Ltr. Aluminum Paint conforming to IS:2339

SPECIFICATION


